


OVERVIEW  
Over 70 years ago, Moog was established by entrepreneur William C. Moog. Moog had only one location in 1951, but with 
continuous innovation and cutting edge technology, Moog now operates in over 26 different countries. The Galax facility, 



PRINTED CIRCUIT BOARDS

* Denotes UL certification for specified material

MANUFACTURING CAPABILITIES
Description Standard Review

Layer Count 16 24

Board Thickness .004-.125 inch Up to .450 inch

Copper Foil Thickness (Min.) .5 oz. / ft2 .25 oz. / ft2

Copper Foil Thickness (Max.) 
External / Internal Layer

2 oz. / ft2
10 oz. / ft2 (Special projects)

Hole Size (Min. Drilled) .008 inch .006 inch

Hole Size, Plated (Dia. Tolerance) +/- .002 inch +/- .001 inch

Trace / Space Width .004 inch / .004 inch .003 inch / .003 inch

SMT PiC75 .004-.125 inch 0 -incBelow h
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